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7. Introduction: 

As part of a scoping study for the Advanced Test Reactor (ATR) fuel conversion project, an initial 
comparison of the material properties of Zircaloy-4 (Zr-4) and aluminum-6061 (T6 and O-temper) is 
performed to provide a preliminary evaluation of Zr-4 as a candidate cladding material for ATR fuel 
elements. The current fuel design for the ATR uses aluminum-6061 (T6 and O-temper) as a 
cladding and structural material and this design is proven to have a high degree of reliability. 
Because of the successful and longstanding operating history of aluminum-6061 (Al-6061) cladding 
in the ATR, Zr-4 properties will be evaluated against Al-6061 material properties. The preliminary 
investigation will focus on a comparison of densities, oxidation rates, water chemistry requirements, 
mechanical properties, thermal properties, and neutronic properties.  

8. Revision 0 

 

9. Conclusions/Recommendations: 

In the event that aluminum becomes a nonviable option for the ATR fuel cladding, a more detailed 
analysis of the resulting thermal and structural changes, associated with a change in fuel cladding, 
should be performed. This assertion is predominantly based on the following: 

• The thermal conductivity of Zr-4 is significantly lower than Al-6061, which may necessitate 
operating the fuel at a higher centerline temperature and may result in non-beneficial 
changes to the operating parameters of the reactor.  

• Replacing the Al-6061 cladding with Zr-4 would increase the weight of the core by 
approximately 265.6 kg in addition to any increase from the fuel.  
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IINTRODUCTION 

As part of a scoping study for the Advanced Test Reactor (ATR) fuel conversion project, an initial 
comparison of the material properties of Zr-4 and Al-6061 (T6 and O-temper) is performed to provide a 
preliminary evaluation of Zr-4 as a candidate cladding material for ATR fuel elements. The current fuel 
design for the ATR uses Al-6061 (T6 and O-temper) as a cladding and structural material and this 
design is proven to have a high degree of reliability. Because of the successful and longstanding 
operating history of Al-6061 cladding in the ATR, Zr-4 properties will be evaluated against Al-6061 
material properties. The preliminary investigation will focus on a comparison of densities, oxidation 
rates, water chemistry requirements, and mechanical, thermal, and neutronic properties.  

COMPARISON STUDY 

Aluminum-6061 and Zircaloy-4 Densities 

A significant core mass increase will occur if the cladding material in all 40 ATR fuel elements is 
replaced with Zr-4.  The ATR fuel element was estimated to have a volume of 2,829 cm3 in ECAR-
1006, which includes two side plates, upper and lower box, two combs, and 19 fuel plates. The side 
plates and combs are Al-6061 T6 and have a density of 2.715 g/cm3. The fuel plate cladding is Al-6061 
O, which is assumed to have the same density as the side plates. The upper and lower box castings 
are aluminum-356 alloy with a density of 2.685 kg/cm3.6,7  In ECAR-1006, the volume of cladding 
material in the ATR fuel was determined, but fuel plate 19 was assumed to contain no fuel and was a 
solid plate of Al-6061. For this current study, the cladding volume calculations in ECAR-1006 are used 
with a correction for the cladding volume of fuel plate 19, recalculated to reflect the geometry of an 
actual ATR fuel element.  

Based on ECAR-1006, the total volume of the Al-6061 fuel cladding plates for an ATR fuel element is 
1,673.8 cm3.  If the entire fuel element were made of Zr-4 with a density of 6.56 g/cm3, the mass of the 
cladding for an ATR fuel element would be 18.56 kg.  Replacing just the fuel cladding (not including 
side plates and other support material) with Zr-4 would increase the mass of the fuel core (40 elements) 
by 257.4 kg. The entire cladding and support structure of an ATR fuel element has a volume of 2,829 
cm3, which includes two side plates, upper and lower box, two combs, and 19 hollow fuel plates, 
without fuel. If this total volume of cladding were replaced with Zr-4, the resulting mass increase of the 
core would be 434.5 kg, in addition to the mass increase due to a change in fuel composition.  

There is an ongoing seismic analysis to evaluate the influences of adding weight to the core. These 
results will determine the appropriateness of considering Zr-4 as a viable cladding option, based purely 
on the additional weight that would be added to the core.  

Aluminum-6061 and Zircaloy-4 Oxidation Rates 

The ATR has limits in on the maximum allowable hydroxide thickness for cladding, which is based on 
heat transfer concerns. The hydroxide layer of Al-6061 has a thermal conductivity of 2.2 W/m K, which 
is relatively temperature independent.5 This hydroxide layer is less thermally conductive than the base 
metal, which can increase the thermal resistance of the fuel to unacceptable limits, if the hydroxide 
scale becomes too thick.  The hydroxide also has significantly different thermal expansion 
characteristics than Al metal which may cause it to crack or spall off the surface when critical 
thicknesses are reached.  The ATR staff performed a study that measured the hydroxide layers on a 
wide variety of irradiated fuel. It was determined that the average hydroxide thickness was 10.6 μm, 
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with a maximum-recorded hydroxide thickness of 29.9 μm.4  Based on 175 operating cycles, the 
maximum allowable hydroxide thickness for ATR fuel cladding is specified as 25.4 μm. The operating 
cycles for the ATR are typically short, on the order of 2–8 weeks, between refueling. The normal fuel 
element life is 45 effective full-power days, which corresponds to a fuel burnup limit of 2.3 x 1021 
fissions/cm3. 5 The burnup limit is in place to ensure that the fuel is operated within the demonstrated 
and qualified envelop and, thus, unacceptable levels of fuel plate swelling do not occur.4,5  

To control hydroxide growth rates and ensure that thickness does not exceed specified limits used in 
thermal analyses, a pre-film of boehmite is applied to the aluminum cladding surface and the reactor 
coolant is maintained within a pH of 5.0–5.4. The initial deposition of boehmite passivates the fuel 
cladding surface and minimizes hydroxide growth during irradiation.  The uniformity of the hydroxide 
layer and established maximum growth rate provide the important heat transfer considerations to 
ensure predictable heat removal.  

Temperature is an important factor that influences hydroxide behavior. The local heat generation rate of 
the fuel and the overall thermal resistance of the cladding determine the cladding temperature. The 
hydroxide is formed by water autoclaving the fuel plates in a pH regime to grow the hydroxide layer at 
180°C.  Additional hydroxide growth is expected above 180°C and runaway oxidation is expected 
above 230°C.  The ATR fuel cladding has a peak surface temperature of 181°C and the fuel meat 
reaches a peak temperature of 253°C, with enveloping 70-MW lobe and three pumps operating. The 
normal operating parameters for the ATR are an inlet temperature of 51°C and pressure of 2.6 MPa. 

The oxidation rate of the ATR fuel is determined by the operating environment of the ATR, which 
includes low pH coolant, high neutron fluences, and low operating temperature. Performing a 
comparison of oxidation rates between Al-6061 and Zr-4 is difficult due to the limited data available on 
Zr-4 at these conditions.  Of specific interest are the low operating temperature and low pH of the 
coolant.  Typical Zr-4 usage is in PWR reactors where the fuel operates for ~1500 effective full power 
days and is physically in the fuel core for about 4.6 years, so the cladding sees about 4.1 years 
exposure to high pressure water over 300°C and about 0.5 year in water closer to ATR temperatures.  

Zirconium spontaneously forms an oxide layer in water or air at room temperature or below which is self 
healing and protects the base metal from further attack in most mineral and organic acids, and alkaline 
solutions unless halides are present.  However, even in 20% hydrochloric acid, Zirconium alloys 
outperform austenitic stainless steels by several orders of magnitude21.  A study was identified that 
measured Zr-4 oxide thickness at 360°C in pure water (assumed pH 7) in an unirradiated environment. 
The oxide layer on the Zr-4 specimen, in pure water, accumulated a thickness of 1.5 μm after 30 days 
and 5.9 μm after 200 days.3  

Additional influencing parameters may need to be considered to fully assess the expected behavior of 
Zr-4 cladding in the ATR environment, but oxide corrosion issues with Zr-4 are highly unlikely for the 
short lifetime and moderate conditions involved in the ATR reactor.   
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WWater Chemistry  

The coolant chemistry guidelines for the ATR are used to assess the compatibility of Zr-4 with the ATR 
water chemistry. Due to the exceptional corrosion resistance of Zr-4 oxide, only two possible 
degradation mechanisms have been identified for this preliminary assessment: pH levels, and particle 
deposition on the cladding surface. The water chemistry in the ATR is specifically tailored to minimize 
oxide formation and pitting on the aluminum cladding. The pH levels of the ATR are operated in the 
range 5.0 to 5.4, and pH levels below 4.9 are not allowed due to the potential for dissolution of 
boehmite. The conductivity of the primary coolant water is maintained between 4 and 5 μmhos.12 Iron, 
aluminum, and chlorine are maintained to less than 0.1 ppm. Solid particles greater than 20 microns in 
diameter are filtered to reach impurity levels, at or below 1 ppm and solid particles 0.45–20 microns in 
diameter are maintained at or below concentration of 0.1 ppm.5 The water coolant chemistry and the 
aluminum cladding are reasonably compatible, but general corrosion and pitting corrosion have been 
observed in ATR fuel. The pits in cladding are elongated in the direction of water flow.13 Corrosion of 
ATR fuel is mainly a function of burnup and most cladding degradation occurs during operation. Pre-
filming the fuel cladding with boehmite prior to use in the reactor establishes a hermetic hydroxide film 
which remains passive and minimizes corrosion of cladding during irradiation. Hydroxides formed under 
irradiation generally do not passivate and continue to grow.  

Little data exists on low temperature and low pH operation of Zr-4 cladding; but what is known indicates 
that Zr-4 should offer exceptional stability in the ATR environment. Electric Power Research Institute 
(EPRI) has published guidelines for the use of Zr-4 in PWRs and their recommendations indicate that 
low pH operation could result in increased surface deposition on Zr-4 cladding. Excessive buildup of 
crud on the cladding exterior reduces heat transfer, which can be responsible for premature cladding 
failures in LWRs. EPRI has defined a standard pH range of operation for Zr-4, as pH 6.9–7.4. EPRI 
states that pH levels below 6.9 are undesirable for Zr-4 because they are expected to lead to greater 
levels of surface deposits. EPRI’s recommendations are taken into consideration in this preliminary 
assessment; however, their recommendations are directly applicable to power reactor operation, which 
is considerably different from the operating environment of the ATR which has exceptionally clean 
primary water at considerably lower temperature. The reasons behind EPRI’s guidelines were also not 
clearly defined, which leaves room for interpretation. In power reactors operating at temperatures 
above 300°C, the water chemistry control is used to minimize the corrosion of many reactor 
components of varying materials, most of which have higher solubility at lower pH levels, producing 
more particulate matter in the coolant, leading to greater particle deposition on the cladding. The ATR 
water chemistry limits have been operated at various pH levels, but the current water chemistry has 
proven to be ideal for reducing corrosion of various internal components. 13 While the current water 
chemistry is designed to limit the corrosion of the aluminum clad fuel, it has been determined to reduce 
corrosion of internal components of the reactor, especially the aluminum components, making it 
undesirable to change.  

Zr-4 oxide is insoluble in water above a pH of ~2.0 at room temperature, indicating low temperature and 
low pH stability.14 Like aluminum hydroxide behavior, irradiation increases the zirconium corrosion rate 
through the creation of free radicals at the fuel cladding surface which are highly mobile and highly 
reactive22. Irradiation also increases the diffusion through the oxide layer to allow oxide growth. Like 
aluminum boehmite autoclaving, ZrO2 may be applied prior to irradiation using an autoclave process to 
provide the most hermetic, protective oxide for irradiation. However, most PWR fuel vendors have 
discontinued the practice as being unnecessary to achieve adequate fuel cladding performance. The 
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assessed stability of Zr-4 is consistent with many references in the literature, which indicate that spent 
LWR fuel with Zircaloy cladding are especially well suited for long-term wet storage, up to 50 years.16 
There are reports of spent fuel being maintained in highly corrosive wet storage pools for extended 
periods of time with negligible impact on fission gas retention.16 The consideration of the wet storage 
environments is relevant because the Zr-4 cladding maintained in these wet storage environments are 
degraded due to ever increasing neutron flux, high-temperature operation, and aggressive water 
chemistry in the reactor. Additionally, the length of time that some Zr-4 claddings have spent in these 
pools without degradation indicates long-term chemical stability. Additionally, reprocessing of LWR fuel 
is complicated by the corrosion resistance of Zircaloy cladding, even after being submerged in a SNF 
dissolver containing moderate strength nitric acid, the fuel cladding “will emerge from the dissolver 
unchanged.”20 Although a more detailed analysis could be performed, it is doubtful that changes in ZrO2 
behavior would even be measurable at ATR water chemistry conditions.  

AAluminum-6061 and Zircaloy-4 Mechanical Properties 

Al-6061 has been evaluated in several ATR studies and it has been determined to have adequate 
mechanical properties to provide long-term safe operation.8,17,19 The mechanical properties of Al-6061 
and Zr-4 are compared to determine if there are significant differences in strength and elasticity that 
would indicate a clear incompatibility of Zr-4 being the fuel cladding for the ATR. The yield strength, 
tensile strength, and the modulus of elasticity (Figures 1–3) of Zr-4 are greater than Al-6061, especially 
for fuel cladding in the fully annealed condition. This initially indicates that Zr-4 has adequate 
mechanical properties for consideration as a candidate cladding material. Several studies have been 
performed to ascertain the structural integrity of the current 7F ATR fuel elements. Results indicate that 
fuel plate instability is not expected to occur in current fuel elements, even during extreme transient 
events.8 For a proper determination of the viability of an alternative cladding material, similar 
simulations need to be run for candidate cladding materials. Based on the availability of existing 
ABACUS models of ATR fuel elements, it is expected that a performance evaluation of different 
cladding materials can be completed without the allocation of significant resources.  

The hexagonal close-packed (HCP) structure of Zr-4 at ATR conditions is a characteristic that may 
impact its use as a replacement cladding material. PWR fuel cladding is fabricated by a special 
pilgering process to randomize the crystallographic texture of the alloy and achieve near isotropic 
mechanical and thermal behavior for round fuel pin tubing. Similar randomization of the Zr-4 fuel plate 
cladding structure will be necessary through controlled forming and annealing of starting plate stock 
and a fuel plate rolling schedule designed to minimize anisotropic behavior in service. 
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Figure 1. Yield strength comparison of Al-6061 and Zr-4. 1,2 

 
 

 
Figure 2. Tensile strength comparison of Al-6061 and Zr-4. 1,2 
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Figure 3. Comparison of the modulus of elasticity of Al-6061 and Zr-4. 1,2 
 

AAluminum-6061 and Zircaloy-4 Thermal Properties 

The heat transfer properties of nuclear fuel cladding and the inevitable oxide layer plays a significant 
role in establishing operating parameters such as coolant pressure, flow velocities of coolants, fuel 
temperature, and reactivity. Al-6061 has a very high thermal conductivity and specific heat capacity, 
which is a common attribute of fuel cladding in research reactors. The thermal conductivity of Zr-4 is 
considerably lower than Al-6061, which is evident in Figures 4 and 5. The thermal conductivity of the 
fuel cladding influences the fuel centerline temperature of the fuel. If a cladding material of lower 
thermal resistance were used in the ATR, significant changes would be required to re-establish 
adequate heat removal from the fuel or the fuel would need to operate at a higher temperature. The 
current velocity of the coolant across the fuel plates is between 12.3 m/s and 14 m/s and coupled with 
the high thermal conductivity of the aluminum cladding, there is significant heat removal from the fuel 
matrix. Even modest changes in the thermal conductivity of the cladding can have significant impacts 
on fuel temperatures, which can directly impact reactivity. Increased fuel temperature increases the 
Doppler broadening of the absorption cross section of the fuel, which results in a reduction in the 
effective multiplication factor. Currently, in the ATR, the oxide thickness is controlled to prevent an 
increase in thermal resistivity of the fuel.  

Based on the implications of Figures 4 and 5, considerable heat transfer analysis would need to be 
completed to determine if the ATR has the capacity to operate with such a dramatically lower thermal 
conductivity, transitioning from Al-6061 to Zr-4. Additionally, the thermal conductivity of the oxide layer 
for Zr-4 needs to be evaluated to fully assess the heat transfer capabilities of Zr-4 cladding for ATR 
fuel. The heat transfer capacities of the cladding are a function of the oxide layer, cladding 
conductances, fuel meat conductances, hydraulic conditions, and power generation. 
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Figure 4. Comparison of thermal conductivity of Al-6061 and Zr-4. 1,2 
 
 

 
Figure 5. Comparison of the specific heat capacity of Al-6061 and Zr-4.1,2 
 

NNeutronics Analysis of Aluminum-6061 and Zircaloy-4 Cladding  

The neutronic properties of both Al-6061 and Zr-4 are compared and performance trends are 
generalized and inferences are made on the effects these trends could have on the ATR. Al-6061 and 
Zr-4 are alloys and the major constituents of each include aluminum and zirconium, respectively. In 
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Table 1, the neutronic properties relevant to this discussion are provided for both aluminum and 
zirconium.  

Table 1. Cross section information for aluminum and Zirconium metals.15  

Material Lethargy, 
ζζ  

Macroscopic 
Scattering Cross 
Section (cm-1), Σs 

Macroscopic 
Absorption 

Cross Section 
(cm-1), ΣΣa 

Moderating 
Power (cm-1), 

ζ  Σs 

Moderating 
Ratio, ζ  
Σs/Σa 

Aluminum 0.0723 0.084 0.015 0.006073 0.40488 
Zirconium 0.0218 0.338 0.008 0.007368 0.92105 

 
The parameters shown in Table 1 are used to qualitatively evaluate the impacts that changing the ATR 
fuel cladding from Al-6061 to Zr-4 would have on the Reactor. As seen in Table 1, aluminum has a 
moderating ratio of 0.4 and zirconium has a larger moderating ratio of 0.9, which indicates that 
zirconium is a more effective neutron moderator. The increased moderating power of zirconium 
indicates that neutrons are slowed down in fewer collisions than in aluminum. This is also evident in the 
lethargy parameters. Based on the parameters in Table 1, it can be assumed that given the same 
operating conditions, zirconium cladding would likely shift the neutron spectrum toward the thermal 
region. Also, the increased moderating ratio of zirconium would likely result in an increase in reactivity, 
due to the increased effectiveness of neutron moderation and a decrease in neutron absorptions. 

The International Atomic Energy Agency (IAEA) Material Test Reactor (MTR) was studied to determine 
the results of changing the fuel cladding from aluminum to Zr-4. The resulting simulations indicated that 
by changing only the fuel cladding material (maintaining a constant cladding thickness of 0.127 cm) 
from aluminum to Zr-4, there would be an increase in core excess reactivity (Δk/k) from 0.05411 to 
0.017945, a 59.9% increase in the thermal neutron flux, and an increase in the prompt neutron 
generation time from 44.03 μs to 44.08 μs. Based on the properties described in Table 1 and the MTR 
simulations, there are no apparent disqualifying factors that would preclude Zr-4 as being considered 
as a candidate cladding material, based on neutronic properties alone. A more detailed analysis is 
suggested to understand how a cladding change would impact the ATR. 

CONCLUSIONS and RECOMMENDATION 

In the event that aluminum becomes a nonviable option for the ATR fuel cladding, a more detailed 
analysis of the resulting thermal and structural changes associated with a change in fuel cladding 
should be performed. This assertion is predominantly based on the following: 

• The density of Zr-4 is 6.56 g/cm3, which is significantly greater than the density of Al-6061, 
which is 2.715 g/cm3. The volume of the fuel cladding plates in an ATR fuel element is 1,673.8 
cm3 and there are 40 fuel elements in the core; converting the aluminum fuel cladding plates to 
Zr-4 would correspond to an increase in core mass of 257.4 kg in addition to the increases due 
to fuel meat changes. A structural analysis of the ATR fuel core is needed to evaluate the 
impact that a mass change of this magnitude would have on the core.  
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• As a first approximation, the oxidation rate of Zr-4 should be much lower than aluminum in the 
ATR environment. Aluminum clad ATR fuel has a normal life of 45 effective full-power days, with 
a maximum cladding surface temperature of 181°C. Zr-4 clad PWR fuel has a normal life of 
~1500 effective full power days with a maximum cladding temperature of 360°C. The 
commercial use of Zr-4 indicates that it should be able to perform adequately in the ATR 
environment.     

• The ATR coolant chemistry is maintained at pH 5.0 to 5.4 with very low impurities to reduce the 
corrosion of the aluminum fuel cladding. EPRI recommends higher pH for commercial reactors 
using Zr-4 cladding to reduce surface deposits, but ZrO2 is generally stable down to a pH of 
~2.0. The EPRI water chemistry guidance is considered to be overly conservative for the high 
purity and low temperature ATR coolant environment.  

• The mechanical properties of Zr-4 are superior to Al-6061. The HCP structure of Zr-4 would 
require detailed fabrication process design to ensure fuel plate dimensional stability during 
irradiation. 

• The thermal properties of Zr-4 are significantly lower than Al-6061 and substantial requalification 
and analysis effort would be required to convert from Al-6061 cladding. Specifically, the thermal 
conductivity of Zr-4 is significantly lower than Al-6061, which would result in a drastic decline in 
the heat removal from the fuel as the ATR is currently operated. A substantial change in heat 
removal from the fuel would likely result in higher fuel temperatures and non-beneficial changes 
in the operating parameters of the reactor.  

• Zr-4 has lower thermal absorption cross-section than Al-6061 and has an increased scattering 
cross-section. Additional analysis will need to definitively determine the impact that these 
parameters would have on the ATR, but the identified trends associated with the cladding 
change are expected to cause increased reactivity and a shift in the neutron spectrum toward 
the thermal region.  
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